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Corrosion Cracking Resistance in Sodium Chloride Environments

DOCUMENT HISTORY LOG

Status

(Baseline/

Revision/ Document | Effective

Canceled) Revision Date | Description

Baseline May 22, 2000 | This standard supersedes MSFC-SPEC-522B, which was issued in July 1,

1987.







